
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082FNW240 IRON MASK (L.3520) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1977

Assay/analysis                

Grab

Silver  340.0000 g/t

Zinc   20.0000 %

Grab samples collected from the vein assayed 170 to 

340 grams per tonne silver and 20 per cent zinc.

Assessment Report 16247.
N
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