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MINFILE  Number: Name: Status:082FSE006 LEADVILLE Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1969 Silver  498 

Lead  401 

Zinc  112 

 3 

1965 Silver  404 

Lead  357 

Zinc  8 

 1 

1956 Silver  871 

Lead  718 

Zinc  6 

 1 

1915 Silver  9,113 

Lead  32,389 

 127 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  10,886 grams  350 ounces

Lead  33,865 kilograms  74,660 pounds

Zinc  126 kilograms  278 pounds

 132  145 tonnes

tonnes

tons

tons

MINFILE  Number: 082FSE006 Name: LEADVILLE Status: Past Producer

1969 Leadville.

1965 Star No. 1.

1956 Star No. 1.  Crude ore; 0.9 tonne.

1915 Leadville.

Comments:
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