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MINFILE  Number: Name: Status:082FSE032 SPOKANE Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1956 Silver  9,735 

Gold  746 

Lead  4,139 

Zinc  639 

 88 

1954 Silver  9,331 

Gold  435 

Lead  4,540 

Zinc  191 

 27 

1953 Silver  19,595 

Gold  715 

Lead  9,204 

Zinc  247 

 41 

1952 Silver  10,917 

Gold  560 

Lead  4,601 

Zinc  441 

 32 

1951 Silver  14,650 

Gold  746 

Lead  7,460 

Zinc  419 

 42 

1950 Silver  19,159 

Gold  1,058 

Lead  9,688 

Zinc  875 

 73 

1949 Silver  51,973 

Gold  2,084 

Lead  25,954 

Zinc  2,218 

 262 

1948 Silver  17,044 

Gold  1,026 

Lead  9,133 

Zinc  555 

 69 

1941 Silver  102,391 

Gold  8,584 

Lead  39,606 

Zinc  3,343 

 437 

1940 Silver  57,914 

Gold  4,137 

Lead  21,971 

Zinc  1,512 

 209 
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1939 Silver  78,255 

Gold  2,986 

Lead  32,938 

Zinc  1,195 

 152 

1938 Silver  33,342 

Gold  1,897 

Lead  13,512 

Zinc  557 

 72 

1937 Silver  50,636 

Gold  2,582 

Lead  24,809 

Zinc  751 

 115 

1918 Silver  20,932 

Gold  93 

Lead  10,863 

 18 

1916 Silver  58,940 

Gold  1,959 

Lead  78,701 

 86 

1915 Silver  16,174 

Gold  31 

Lead  6,927 

 10 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  570,988 grams  18,358 ounces

Gold  29,639 grams  953 ounces

Lead  304,046 kilograms  670,307 pounds

Zinc  12,943 kilograms  28,534 pounds

 1,733  1,910 tonnes

tonnes

tons

tons

MINFILE  Number: 082FSE032 Name: SPOKANE Status: Past Producer

Comments:
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