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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 1.027 g/t over 29.30 metres in hole IR11011

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.469 g/t over 54.0 metres in hole IR11013

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 1.279 g/t

Silver 20.4 g/t

Lead 0.34 %

Zinc 0.3 %

over 71.0 metres in hole IR11015

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.568 g/t

Lead 0.13 %

Zinc 0.27 %

over 41.0 metres in hole IR11019

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.418 g/t

Silver 15.4 g/t

Lead 0.15 %

Zinc 0.19 %

over 61.0 metres in hole IR11020

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.4 g/t

Silver 9.7 g/t

over 79.0 metres in hole IR11025

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.5 g/t

Silver 6.3 g/t

Zinc 0.15 %

over 101.4 metres in hole IR11026

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2010

Assay/analysis                

Drill Core

Gold 56.3 g/t

Silver 51.5 g/t

Lead 1.31 %

Zinc 1.7 %

over 1.0 metre in hole IR10005

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N

DRILLHOLE

2005

Assay/analysis                

Drill Core

Lead 0.65 %

Zinc 0.45 %

Silver 46 g/t

Gold 3.82 g/t

drill hole IR05003 over 2 metres

Therriault, R. (2012-03-15): NI-43-101 Compliant 

Technical Report on the Iron Range Precious and Base 

Metal Property
N
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