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MINFILE  Number: Name: Status:082FSW004 HB (L.12672) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1978 Silver  827,713 

Zinc  8,381,566 

Lead  1,451,180 

Cadmium  67,298 

 200,888  200,888 

1977 Silver  996,696 

Zinc  12,593,518 

Lead  1,931,566 

Cadmium  95,893 

Copper  615 

 357,256  357,256 

1976 Silver  937,071 

Gold  684 

Zinc  12,796,512 

Lead  2,036,925 

Copper  274 

 374,163  374,163 

1975 Silver  1,130,314 

Gold  622 

Zinc  12,480,257 

Lead  1,666,762 

 411,084  411,084 

1974 Silver  1,024,004 

Gold  498 

Zinc  7,843,388 

Lead  2,089,780 

Cadmium  58,068 

 232,348  232,348 

1973 Silver  1,312,391 

Gold  871 

Zinc  12,031,747 

Lead  2,805,817 

Cadmium  94,802 

 319,039  319,039 

1966 Silver  1,344,427 

Zinc  14,781,827 

Lead  3,139,705 

Cadmium  113,539 

 352,804  352,804 

1965 Silver  1,733,339 

Zinc  18,417,332 

Lead  4,243,461 

Cadmium  149,146 

 376,743  376,743 

1964 Silver  2,115,533 

Zinc  18,996,984 

Lead  2,855,168 

Cadmium  156,051 

 433,451  433,451 

1963 Silver  2,132,297 

Zinc  18,736,025 

Lead  2,993,875 

Cadmium  158,721 

 429,921  429,921 

Page 1 of 3Thursday, January 8, 2026 082FSW004MINFILE  Number:



Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1962 Silver  1,866,273 

Zinc  18,410,012 

Lead  3,291,149 

Cadmium  147,567 

 425,448  425,448 

1961 Silver  2,259,664 

Zinc  20,038,427 

Lead  3,314,291 

Cadmium  168,769 

 428,852  428,852 

1960 Silver  2,244,330 

Zinc  17,562,315 

Lead  3,591,335 

Cadmium  149,015 

 421,302  421,302 

1959 Silver  2,153,416 

Zinc  18,951,716 

Lead  3,295,966 

Cadmium  156,841 

 420,482  420,482 

1958 Silver  2,582,295 

Zinc  18,490,324 

Lead  3,768,843 

Cadmium  160,211 

 415,682  415,682 

1957 Silver  2,485,192 

Zinc  16,782,771 

Lead  3,037,483 

Cadmium  141,370 

 409,484  409,484 

1956 Silver  2,312,508 

Zinc  14,484,983 

Lead  2,565,979 

Cadmium  126,691 

 394,900  394,900 

1955 Silver  814,401 

Zinc  6,206,890 

Lead  1,145,482 

Cadmium  75,604 

 224,348  224,348 

1950 Silver  404,930 

Zinc  676,804 

Lead  350,015 

 2,610 

1949 Silver  347,887 

Zinc  639,627 

Lead  280,583 

 8,083 

1927 Silver  49,205 

Gold  187 

Lead  137,876 

Zinc  20,275 

 595 

1924 Silver  2,084 

Lead  6,571 

 27 

1919 Silver  4,230 

Lead  13,043 

 34 

1917 Zinc  445,566  1,363 

1916 Zinc  1,573,974 

Lead  87,742 

 5,914 
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1915 Silver  3,173 

Zinc  1,418,470 

Lead  9,440 

 4,706 

1914 Silver  200,988 

Lead  476,767 

Zinc  150,593 

 2,193 

1913 Silver  179,277 

Lead  429,688 

 1,708 

1912 Silver  80,028 

Lead  161,806 

 673 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  31,543,666 grams  1,014,152 ounces

Gold  2,862 grams  92 ounces

Zinc  272,911,903 kilograms  601,667,755 pounds

Lead  51,178,298 kilograms  112,828,834 pounds

Cadmium  2,019,586 kilograms  4,452,425 pounds

Copper  889 kilograms  1,960 pounds

 6,656,101  7,337,095 

 6,628,195  7,306,334 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FSW004 Name: HB (L.12672) Status: Past Producer

1978 Production ceased Aug. 17.

Comments:
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