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MINFILE Number: Status:Name:082FSW016 JUMBO (L.12688) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1979

Assay/analysis                

Grab

Lead 0.238 %

Silver 114.0 g/t

a sample (480140) taken near one of the lower adits

Assessment Report 7879

N

SAMPLE

1959

Assay/analysis                

Channel

Tungsten 0.5 %

Molybdenum 0.03 %

a channel sample across 1.5 metres
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