BRITISH MINFILE Production Detail Report
COLUMBIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082FSW040 Name: NUGGET (L.8341) Status: Past Producer

Production Tonnes Tonnes Grams Kilograms

Year Mined Milled Commodity Recovered Recovered
1988 Silver 13,476
Gold 8,474

Silica 1,562,000

Lead 1,715
1981 249 Gold 3,558
Silver 3,288

Lead 449

Zinc 249
1980 425 425 Gold 4,264
Silver 2,877

Lead 469

Zinc 435
1973 584 Gold 5,008
Silver 4,479

Lead 661

Zinc 589
1954 112 Gold 4,137
Silver 2,550
1950 92 Silver 4,914
Gold 2,830
1949 82 Silver 4,199
Gold 2,706
1948 246 Silver 8,553
Gold 3,390
1947 321 Silver 4,168
Gold 2,333
1946 736 Gold 12,130
Silver 11,135
1944 971 Silver 14,183
Gold 11,788
1943 521 Gold 5,381
Silver 5,101
1942 1,023 Gold 27,464
Silver 17,107
1941 1,361 Gold 29,579
Silver 18,662
1940 1,080 Gold 19,533
Silver 13,530
1939 1,129 Gold 33,436
Silver 25,256
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1938 318 Gold 7,216
Silver 4,012
1921 9,905 9,905 Gold 102,298
Silver 34,182
1920 4,225 4,225 Gold 49,267
Silver 12,690
1915 91 Gold 1,555
1912 47 Gold 3,235
1911 3,174 3,174 Gold 81,552
Silver 26,220
1910 4,761 4,717 Gold 114,241
1909 4,982 4,672 Gold 184,347
Silver 29,175
1908 1,097 817 Gold 54,181
Silver 22,550
1907 20 Gold 3,888
Silver 746
|Summary Totals
| MINFILE Number: 082FSW040 Name: NUGGET (L.8341) Status: Past Producer
| Metric | | Imperial
| Mined | 36,968 tonnes 40,750 tons
| Milled | 28519 tonnes 31436 tons
Recovery:
Gold 777,791 grams 25,007 ounces
Silver 283,053 grams 9,100 ounces
Silica 1,562,000 kilograms 3,443,621 pounds
Lead 3,294  kilograms 7,262 pounds
Zinc 1,273 kilograms 2,806 pounds
Comments:
1988 Custom ore (unknown tonnage).
1981 Previous broken muck from old stope and development muck.
1980 Recovered tailings from old stamp mill.
1973 Siliceous or from tailings dump.

Saturday, January 10, 2026

MINFILE Number:  082FSWO040

Page 2 of 2



