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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1985

Assay/analysis                

Chip

Gold 27.8 g/t

Silver 561.4 g/t

Lead 1.95 %

Zinc 0.124 %

chip sample (#J-07)

Assessment Report 14555

N

SHAFT

1926

Assay/analysis                

Chip

Gold 33.5 g/t

Silver 133.4 g/t

Lead 9.6 %

two samples, taken from the bottom of the shaft, 10.5 

metres below the no. 3 level and in the 141 intermediate 

level, assayed 15.0 and 33.5 grams per tonne gold, 61.6 

and 133.4 grams per tonne silver with trace and 9.6 per 

cent lead over 39 and 57 centimetres, respectively

Property File - O.D. Frith [1926-05-07]: Report of 

Preliminary Examination of the Wilcox Mine

N
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