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MINFILE Number: Status:Name:082FSW102 EVENING STAR (L.801) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

1995

Indicated

Gold 10.2900 g/t Drill indicated reserves.

Information Circular 1995-9, page 18.

 907 

Y

kt

UNDERGROUND

1994

Assay/analysis                

Chip

Gold 43.4 g/t chip and muck samples from the raise averaged 43.4 and 

25.0 grams per tonne gold, respectively

Assessment Report 25363
N

DRILLHOLE

1994

Assay/analysis                

Drill Core

Gold 12.3 g/t over 1.5 metres in hole NB-94-5

Assessment Report 25363

N

DRILLHOLE

1994

Assay/analysis                

Drill Core

Gold 13.7 g/t over 4.5 metres in hole NB-94-6

Assessment Report 25363

N

DRILLHOLE

1994

Assay/analysis                

Drill Core

Gold 5.1 g/t over 4.5 metres in hole NB-94-7

Assessment Report 25363

N

DRILLHOLE

1991

Assay/analysis                

Drill Core

Gold 27.43 g/t

Copper 1 %

a 3-metre drill intersection assayed 27.43 grams per 

tonne gold and contained a 2.4 metre section grading 1 

per cent copper in hole NB-81-11

George Cross News Letter #45, 1991
N

SOUTH

1987

Assay/analysis                

Rock

Gold 0.9 g/t

Copper 0.26 %

Tungsten 0.420 %

while two other samples (83121C and 83122C) taken 

approximately 100 metres to the south- south west 

from a 10-centimetre wide massive sulphide 

(pyrrhotite-chalcopyrite) vein

Assessment Report 15432

N

SOUTH

1983

Assay/analysis                

Grab

Gold 5.1 g/t

Silver 15.4 g/t

Copper 0.80 %

a grab sample (47137) from the south vein

Assessment Report 11846

N

DUMP

1983

Assay/analysis                

Grab

Gold 30.0 g/t dump sample (47290)

Assessment Report 11846

N

DUMP

1982

Assay/analysis                

Rock

Gold 1.44 g/t composite sample of waste material from the lower adit

Assessment Report 11846

N
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ADIT

1982

Assay/analysis                

Chip

Gold 13.7 g/t a chip sample taken across a 15-centimetre wide quartz 

vein exposed in the lower adit

Assessment Report 11846
N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Gold 0.047 g/t

Assessment Report 11846

N

SAMPLE

1915

Assay/analysis                

Rock

Nickel 0.67 %

Copper 1.58 %

a sample of the pyrrhotite from the Evening Star claims 

(nickel oxide)

Geological Survey of Canada Memoir 77, pages 75,76
N

Tuesday, March 3, 2026 Page 2 of 2082FSW102MINFILE  Number:


