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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2009

Assay/analysis                

Drill Core

Silver 166.3 g/t

Copper 0.64 %

Lead 3.21 %

Zinc 2.26 %

Over 2.02 metres in drillhole XB-09-20.

WWW http://www.sedar.com/

N

DUMPS

1983

Measured

Copper 1.1600 %

Lead 0.0900 %

Silver 141.60 g/t

Assessment Report 12611, page 46.

 6,187 

Y

t

F.W. VEIN

1983

Measured

Copper 1.8000 %

Lead 1.0000 %

Silver 325.7 g/t

Assessment Report 12611, page 46.

 11,975 

Y

t

KING VEIN

1983

Measured

Copper 2.0900 %

Lead 0.5400 %

Silver 258.52 g/t

Assessment Report 12611, page 46.

 29,756 

Y

t

MAIN VEIN 

EXTENSION

1983

Measured

Copper 1.6000 %

Lead 0.1000 %

Silver 288.0 g/t

Assessment Report 12611, page 46.

 5,534 

Y

t

OPEN PIT

1983

Measured

Copper 1.2000 %

Lead 0.3000 %

Silver 99.4 g/t

Assessment Report 12611, page 46.

 6,148 

Y

t

D50, D45

1983

Measured

Copper 1.0500 %

Lead 3.6700 %

Silver 293.5 g/t

D50 and D45 zones off Dandy level combined and 

averages weighted.
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 8,544 

Y

t
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