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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1988

Assay/analysis                

Channel

Gold 2.6000 g/t Across 1 metre of highly sheared, sericitized and 

siliceous andesite (AGE-88-010).

Assessment Report 17464.
N

MAIN

1984

Probable

Gold 0 g/t Approximately 4536 to 5443 tonnes of mineable ore 

were developed. The grade of the ore was not reported.

Property File - Oscar Resources [1984-02-02]: GCNL 

Clippings - Golden Age

 5,443 

N

t

SAMPLE

1976

Assay/analysis                

Grab

Tungsten 0.35 % Check samples of vein material.

Property File - Espina Copper Developments Ltd. 

[1977-04-07]: Report on the Golden Age MineN

ADIT

1971

Assay/analysis                

Channel

Gold 7.2 g/t

Silver 28 g/t

Copper 0.29 %

A suite of 20 channel samples along a strike length of 

107 metres indicated grades in the order of 7.2 grams 

gold, 28 grams silver and 0.29 per cent copper.

Assessment Report 3304
N

MAIN

1971

Possible

Gold 7.2 g/t

Silver 28.0 g/t

Copper 0.29 %

A probable reserve of 1388 tonnes, along with a 

possible resource of 3338 tonnes averaging 7.2 grams 

per tonne gold, 28.0 grams per tonne silver and 0.29 per 

cent copper over a width of 0.84 metres was reported.

Property File - Espina Copper Developments Ltd. 

[1977-04-07]: Report on the Golden Age Mine

 3,338 

N

t

MAIN

1971

Probable

Gold 7.2 g/t

Silver 28.0 g/t

Copper 0.29 %

A probable reserve of 1388 tonnes, along with a 

possible resource of 3338 tonnes averaging 7.2 grams 

per tonne gold, 28.0 grams per tonne silver and 0.29 per 

cent copper over a width of 0.84 metres was reported.

Property File - Espina Copper Developments Ltd. 

[1977-04-07]: Report on the Golden Age Mine

 1,388 

N

t

ADIT

1966

Assay/analysis                

Chip

Gold 6.8 g/t

Silver 44.5 g/t

Lead 0.33 %

Zinc 0.39 %

A sample from the end of the no.2 adit yielded 6.8 

grams per tonne gold, 44.5 grams per tonne silver, 0.33 

per cent lead and 0.39 per cent zinc over 1.2 metres.

Property File - F.H.P. Explorations [1966-08-01]: 

Preliminary Reports on the FHP Exploration Ltd. 

Properties - Euphrates

N

SAMPLE

1966

Assay/analysis                

Grab

Gold 41.0 g/t

Silver 212.0 g/t Property File - F.H.P. Explorations [1966-08-01]: 

Preliminary Reports on the FHP Exploration Ltd. 

Properties - Euphrates
N

MAIN

1966

Probable

Gold 0 g/t A probable reserve of 36,287 tonnes worth $40.00 per 

tonne in gold and silver was reported.

Property File - F.H.P. Explorations [1966-08-01]: 

Preliminary Reports on the FHP Exploration Ltd. 

Properties - Euphrates

 36,287 

N

t

Wednesday, December 24, 2025 Page 1 of 2082FSW185MINFILE  Number:



Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

Wednesday, December 24, 2025 Page 2 of 2082FSW185MINFILE  Number:


