
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082FSW236 BLUESTAR Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2009

Assay/analysis                

Grab

Gold 8.05 g/t

Silver 16.4 g/t

Lead 0.542 %

Zinc 0.600 %

dump samples

Assessment Report 31577

N

WORKINGS

2009

Assay/analysis                

Rock

Gold 91.6 g/t

Silver 39.3 g/t

sampling (973855) of the adit and adjacent open-cuts

Assessment Report 31577

N

SAMPLE

2008

Assay/analysis                

Rock

Gold 4.31 g/t

Silver 7.0 g/t

sample 918339

Assessment Report 30475

N

DUMP

1984

Assay/analysis                

Grab

Gold 11.8 g/t

Silver 12.6 g/t

a random grab sample from the adit dump

Assessment Report 30475

N

ADIT

1984

Assay/analysis                

Rock

Silver 1.1200 g/t

Gold 1.0200 g/t

A sample (C-46) taken from the Bluestar adit.

Assessment Report 13489.

N

ADIT

1983

Assay/analysis                

Chip

Gold 0.42 g/t a chip sample (CA-29) from the adit over 1.8 metres

Assessment Report 11536

N

TRENCH

1939

Assay/analysis                

Rock

Gold 13.7 g/t

Silver 137.1 g/t

Lead 4 %

Zinc 2 %

a select sample from the surface workings of the You 

and Me claims

Assessment Report 30475
N
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