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TRENCH

1977

Assay/analysis                

Chip

Zinc 3.1200 % Sample width is 2.13 metres (highest assay).

Assessment Report 6474.

N

OPENCUT

1975

Assay/analysis                

Chip

Silver 15.4 g/t

Lead 1.38 %

Zinc 2.67 %

samples are reported have averaged 2.43 per cent zinc 

over 1.8 metres, with up to 15.4 grams per tonne silver, 

1.38 per cent lead and 2.67 per cent zinc over 1.8 

metres from the top cut

Property File - McLeod Copper Ltd. [1975-07-11]: 

Report on the M Claim Group

N

TRENCH

1975

Assay/analysis                

Chip

Silver 14.7 g/t

Lead 0.29 %

Zinc 1.65 %

14.7 grams per tonne silver, 0.29 per cent lead with 1.65 

per cent zinc from the no. 3 trench

Property File - McLeod Copper Ltd. [1975-07-11]: 

Report on the M Claim Group
N

DRILLHOLE

1974

Assay/analysis                

Drill Core

Lead 0.45 %

Zinc 2.0 %

drilling yielded 0.45 per cent lead and 2.0 per cent zinc 

over 11.7 metres in hole no. 1

Assessment Report 5321
N

Friday, May 1, 2026 Page 1 of 1082FSW240MINFILE  Number:


