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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2016

Assay/analysis                

Grab

Gold 2.05 g/t

Silver 165.5 g/t

Lead 3.27 %

a sample limestone with quartz-carbonate veinlets 

hosting minor galena from the dump of the lower adit

Assessment Report 36135
N

WORKINGS

2007

Assay/analysis                

Rock

Silver 100 g/t

Gold 0.03 g/t

a sample from the south wall of the workings

Assessment Report 32681

N

DUMP

2003

Assay/analysis                

Rock

Gold 0.387 g/t a rock sample (MK-03-34) quartz-carbonate vein 

material from the dump of an open cut, located 

approximately 175 metres south east of the adit

Assessment Report 27249
N

SAMPLE

1996

Assay/analysis                

Rock

Gold 0.274 g/t

Silver 3.1 g/t

a rock sample (MK-96-43) of sericitized silty 

limestone, taken between a former trench and the 

swamp to the south east

Assessment Report 24748
N

VEIN

1988

Assay/analysis                

Chip

Gold 0.22 g/t

Silver 2.7 g/t

, a chip sample (1142) from a 10-centimetre wide quartz 

vein in brecciated dolomite

Assessment Report 18364
N
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