MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  082FSW259 Name: JOINT (L.8344) Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
ADIT Gold 12.08 g/t A grab sample (SC17-BL06) from a dump located near
Assay/analysis Silver 545 gt the Joint adit portal
2017 N Grab Lead 10.50 Z/O Lane, R.A. (2017-08-17): NI 43-101 Technical Report
Zinc 13.62% on the Sheep Creek Project
SHAFT Gold 21.80 g/t two grab samples (SC17-BLO7A and B) from a dump
Assay/analysis Silver 1021 g/t located near the Joint shaft yielded 21.80 and 3.09
2017 N Grab Léad 33'621% grams per tonne gold, 1021 and 19.29 grams per tonne
Zine 9.84 % silver, 33.68 and 0.500 per cent lead with 9.84 and

11.38 per cent zinc, respectively
Lane, R.A. (2017-08-17): NI 43-101 Technical Report
on the Sheep Creek Project
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