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| MINFILE Number: 082FSW279 Name: KOOTENAY STONE Status: Producer
Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1997 4,000 Building Stone 4,000,000
1996 4,000 Building Stone 4,000,000
1995 4,000 Building Stone 4,000,000
1972 181 Building Stone 181,437
1970 5 Building Stone 5,000
1969 181 Building Stone 181,437
1964 272 Building Stone 272,155
|Summary Totals
| MINFILE Number: 082FSW279 Name: KOOTENAY STONE Status:  Producer
| Metric | | Imperial
| Mined | 12,639 tonnes 13,932 tons
| Milled | tonnes tons
Recovery:
Building Stone 12,640,029 kilograms 27,866,494 pounds
Comments:
1997 Quartzite flagstone.
1996 Quartzite flagstone.
1995 Quartzite flagstone.
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