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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1979

Assay/analysis                

Rock

Molybdenum 0.1 %

Gold 2.0 g/t

Silver 0.7 g/t

Nickel 0.01 %

Chromium 0.02 %

Other samples yielded up to 0.1 per cent molybdenum 

(sample 1-HS-1), while a sample (MU-1) described as 

monzodiorite, assayed 2.0 grams per tonne gold, 0.7 

grams per tonne silver, 0.01 per cent nickel, 0.02 per 

cent chromium, 0.015 per cent niobium with 3 parts per 

million uranium and 28 parts per million thorium
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N

VEIN

1979

Assay/analysis                

Rock

Gold 192.9 g/t

Silver 98.7 g/t

Lead 0.27 %

Copper 0.15 %

two samples (M-3 and M-2) of the two parallel veins 

yielded values of 192.9 and 54.2 grams per tonne gold, 

98.7 and 20.6 grams per tonne silver, 0.15 and 0.27 per 

cent lead with 0.02 and 0.15 per cent copper, 

respectively
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