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Commodity Grade Reference/

Comments

MAIN

1986

Assay/analysis                

Bulk Sample

Gold 1.7 g/t a 9.1 tonne shipment from the zone is reported to have 

averaged 1.7 grams per tonne gold

Property File - Snowater Resources Ltd. [1987-03-10]: 

Report on the Referendum Gold Prospect - 1987
N

SAMPLE

1986

Assay/analysis                

Rock

Gold 2.7 g/t

Property File - Snowater Resources Ltd. [1987-03-10]: 

Report on the Referendum Gold Prospect - 1987N

WEST

1986

Assay/analysis                

Chip

Gold 0.2 g/t a chip sample (no. 64680) from an exposure along the 

same road a few hundred metres to the north west 

yielded up to 0.2 gram per tonne gold over 4 metre

Property File - I.M. Watson [1986-12-09]: Letter Re: 

Referendum Property Sampling/Drilling Programme 

1986

N

SAMPLE

1985

Assay/analysis                

Rock

Gold 1.5 g/t

Fieldwork 1985, page 333

N
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