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MINFILE Number: Status:Name:082FSW370 FALU (1350) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHAFT

1897

Assay/analysis                

Grab

Gold   64.0000 g/t Assays for ore are reported to grade from 64 to 80 

grams per tonne gold.

Hodges, L.K. (editor), (1897): Mining in the Pacific 

Northwest.
N
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