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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

2001

Assay/analysis                

Rock

Zinc 10.75 %

Lead 4.09 %

Copper 0.48 %

Silver 117.5 g/t

10.75 per cent zinc, 4.09 per cent lead, 0.48 per cent 

copper and 117.5 grams per tonne silver from a lone 

sample (SC-24R) on the main zone

Property File - Cassidy Gold Corp. [2001-01-01]: 

Roundup 2001 press release - Silver Lynx

N

SAMPLE

2001

Assay/analysis                

Grab

Zinc 24.59 %

Lead 22.35 %

Copper 0.21 %

Silver 556.4 g/t

sampling yielded up to 24.59 per cent zinc, 22.35 per 

cent lead, 0.21 per cent copper and 556.4 grams per 

tonne silver from a select grab sample (SC-20R) of road 

cut materials located below the main zone

Property File - Cassidy Gold Corp. [2001-01-01]: 

Roundup 2001 press release - Silver Lynx

N

UPPER

2001

Assay/analysis                

Grab

Zinc 2.09 %

Lead 0.66 %

Copper 0.67 %

Silver 42.0 g/t

2.09 per cent zinc, 0.66 per cent lead, 0.67 per cent 

copper and 42.0 grams per tonne silver from a grab 

sample (SC-31R) on the Upper zone

Property File - Cassidy Gold Corp. [2001-01-01]: 

Roundup 2001 press release - Silver Lynx

N

WEST

2001

Assay/analysis                

Grab

Zinc 0.83 %

Lead 0.40 %

Silver 7.0 g/t

0.83 per cent zinc, 0.40 per cent lead and 7.0 grams per 

tonne silver from a lone sample (SC-32R) on the West 

zone

Property File - Cassidy Gold Corp. [2001-01-01]: 

Roundup 2001 press release - Silver Lynx
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