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MINFILE  Number: Name: Status:082GNW008 ESTELLA (L.6412) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1967 Silver  2,272,976 

Gold  871 

Zinc  2,587,893 

Lead  1,519,676 

Cadmium  7,251 

Copper  1,198 

 36,514  36,514 

1966 Silver  693,877 

Gold  93 

Zinc  988,672 

Lead  466,080 

Cadmium  2,769 

 10,107  10,107 

1963 Silver  514,724 

Zinc  559,085 

Lead  287,090 

 2,425  2,425 

1959 Silver  964 

Zinc  4,726 

Lead  778 

Cadmium  13 

1958 Silver  15,116 

Zinc  30,345 

Lead  14,076 

Cadmium  81 

1954 Zinc  90,483 

1953 Silver  822,457 

Gold  124 

Lead  735,723 

Zinc  517,715 

 3,592  3,592 

1952 Silver  1,879,212 

Gold  964 

Zinc  4,489,268 

Lead  1,973,498 

Cadmium  129 

 49,078  49,078 

1951 Silver  193,523 

Zinc  566,106 

Lead  184,099 

 7,802  7,802 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  6,392,849 grams  205,535 ounces

Gold  2,052 grams  66 ounces

Zinc  9,834,293 kilograms  21,680,905 pounds

Lead  5,181,020 kilograms  11,422,194 pounds

Cadmium  10,243 kilograms  22,582 pounds

Copper  1,198 kilograms  2,641 pounds

 109,518  120,722 

 109,518  120,722 

tonnes

tonnes

tons

tons

MINFILE  Number: 082GNW008 Name: ESTELLA (L.6412) Status: Past Producer

1959 Clean-up

1958 Clean-up

1954 Zinc conc. produced in 1953.

Comments:
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