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Year/Report On
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Commodity Grade Reference/

Comments

SAMPLE

2014

Assay/analysis                

Rock

Copper 0.029 %

Lead 0.118 %

Zinc 0.167 %

Silver 3.9 g/t

Sample DT38, from an old pit, about 280 metres 

northeast of the Lewis showing.

Assessment Report 35582.
N

SAMPLE

2008

Assay/analysis                

Rock

Gold 4.117 g/t Sample tw143, Figures 7.8 and 9-1a. Thompson, R.I. 

(2011-06-16).

Thompson, R.I. (2011-06-16): Amended and Restated 

NI 43-101 Technical Report - Geology, Exploration 

Programs and Results from the Dewdney Trail 

Property with Recommendations for Further 

Exploration

N
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