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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1973

Assay/analysis                

Rock

Copper 2.0 %

Silver 47.31 g/t

Lead 2.75 %

Sample 4810 assayed 2.0 per cent copper and 47.31 

grams per tonne silver; sample 4966 assayed 0.39 per 

cent copper, 7.2 grams per tonne silver, and 2.75 per 

cent lead.
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N

Saturday, October 25, 2025 Page 1 of 1082GSE044MINFILE  Number:


