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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1975

Assay/analysis                

Rock

Copper 2.00 % Rock samples K-19 and K-21 yielded 2.00 and 1.54 per 

cent copper, respectively.

Property File - Aquitaine Co. of Canada Ltd. 

[1976-02-02]: Report on Southeastern British Columbia 

Project 1975 for Aquitaine Company of Canada.
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