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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1990

Assay/analysis                

Drill Core

Copper 0.806 % From an 11-metre intercept (Drill hole R90-04).

Assessment Reports 20700 and 22644.

N

TRENCH

1989

Assay/analysis                

Chip

Silver 9.0000 g/t

Copper 1.9300 %

Cobalt 0.058 %

The copper grade came from the average of six 

contiguous 1 metre (?) chip samples over 6 metres 

(Assessment Report 19898, Figures 6 and 13). The 

silver grade came from just one of the six contiguous 

chip samples.

Assessment Report 19898.

N
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