BRITISH MINFILE Production Detail Report
COLUMBIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082GSW025 Name: ST. EUGENE (L.666) Status: Past Producer
Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1929 47,839 47,839 Silver 717,360
Gold 7,060
Lead 449,470
Zinc 319,269
1928 198,980 198,980 Silver 4,038,756
Gold 28,397
Zinc 3,938,162
Lead 2,787,610
1927 185,747 185,747 Silver 5,561,185
Gold 34,711
Zinc 5,228,358
Lead 3,499,687
1926 78,917 78,917 Silver 2,413,313
Gold 8,678
Zinc 4,487,293
Lead 1,608,317
1924 591 Silver 38,910
Zinc 26,063
Lead 14,124
1923 15 Silver 6,656
Lead 3,709
1920 883 Silver 340,080
Lead 205,219
Zinc 108,334
1919 2,681 Silver 667,564
Zinc 375,434
Lead 256,280
1918 1,080 Silver 672,043
Lead 398,383
1917 1,329 Silver 721,807
Lead 412,635
1916 323 Silver 225,808
Lead 143,358
1915 261 Silver 217,877
Lead 118,724
1914 803 Silver 546,573
Lead 308,672
1913 1,286 Silver 1,164,590
Lead 606,870
1912 914 Silver 740,687
Lead 426,497
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1911 35,285 35,285 Silver 4,299,741
Lead 2,710,590
1910 84,116 84,116 Silver 9,945,620
Lead 6,719,636
1909 133,593 132,395 Silver 16,907,435
Lead 11,947,695
1908 145,357 143,029 Silver 18,174,198
Lead 12,789,031
1907 112,892 112,892 Silver 18,877,935
Lead 12,285,052
1906 138,642 138,642 Silver 24,401,143
Lead 15,106,535
1905 133,174 133,174 Silver 27,983,556
Lead 16,554,207
1904 65,155 65,155 Silver 13,604,359
Lead 7,874,302
1901 44,596 44,596 Silver 12,767,937
Lead 7,006,892
1900 60,210 60,210 Silver 16,733,725
Lead 8,426,940
1899 597 Silver 921,800
Lead 374,044
|Summary Totals
| MINFILE Number: 082GSW025 Name: ST. EUGENE (L.666) Status: Past Producer
| Metric | | Imperial
| Mined | 1,475,266 tonnes 1,626,202 tons
| Milled | 1,460,977 tonnes 1610451 tons
Recovery: |
Silver 182,690,658 grams 5,873,641 ounces
Gold 78,846 grams 2,535 ounces
Lead 113,034,479 kilograms 249,198,369 pounds
Zinc 14,482,913 kilograms 31,929,358 pounds
Comments:
1929 Tailings.
1928 Tailings.
1926 Tailings ore treated at Moyie.
1924 Reclaimed zinc conc.
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