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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1987

Assay/analysis                

Auger

Lead 0.493 %

Zinc 0.283 %

Rock chip samples from well cuttings assayed up to 

0.493 per cent lead at a depth of 1149 metres (sample 

R8717536), while sample R8717544 assayed 0.283 per 

cent zinc at a depth of 1179 metres (Drillhole Moyie 

d-8-c).

Assessment Report 16681.
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