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MINFILE Number: Status:Name:082JNW013 VANO Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1989

Assay/analysis                

Drill Core

Magnesite   44.5000 % Values range from 40 to 90 per cent MgO in calcined 

samples (generally 44.5 per cent).

Assessment Report 19033.
N
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