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Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2000

Assay/analysis                

Rock

Lead 7.3 %

Zinc 8.3 %

Copper 1.07 %

Silver 189 g/t

Gold 0.99 g/t

Antimony 12.6 %

Sampling of a past trench (75-3), located approximately 

200 metres north east of the main zone

Property File - Bright Star Metals Inc. [2000-05-16]: 

Assessment Report for the Ruth-Vermont, BB and 

VMT Claim Groups

N

DRILLHOLE

2000

Assay/analysis                

Drill Core

Lead 3.19 %

Zinc 2.70 %

Silver 51 g/t

Highlights of drilling included 3.19 per cent lead, 2.70 

per cent zinc with 51 grams per tonne silver over 2.59 

metres and 2.89 per cent lead, 0.71 per cent zinc with 

329 grams per tonne silver over 0.42 metre from hole 

VC-03

Property File - Bright Star Metals Inc. [2000-12-01]: 

Report - Drilling 2000 - Vowell Creek Claims

N

VEIN

1983

Assay/analysis                

Rock

Lead 44.5 %

Zinc 2.63 %

Silver 1515 g/t

Gold 6.2 g/t

samples of two massive argentiferous 

galena-boulangerite veins, over 0.3 metre in width, 

located near the north west boundary of the VMT 2 

claim

Property File - Bright Star Metals Inc. [2000-05-16]: 

Assessment Report for the Ruth-Vermont, BB and 

VMT Claim Groups

N

SHOWING

1982

Assay/analysis                

Drill Core

Silver 224.2300 g/t

Lead 5.5300 %

Zinc 7.8500 %

The metal values are an average of 16 selected assays 

from drill holes.

Assessment Report 9671, page 10.
N

DRILLHOLE

1981

Assay/analysis                

Drill Core

Lead 1.72 %

Zinc 7.34 %

Silver 72.5 g/t

over 1.62 metres in hole 81-3

Property File - Ruth Vermont Mine Ltd. [1982-09-15]: 

Report on the Ruth Vermont Mine BeltN

DRILLHOLE

1979

Assay/analysis                

Drill Core

Lead 12.49 %

Zinc 13.13 %

Silver 435 g/t

over 39 centimetres in hole 79-11

Property File - Ruth Vermont Mine Ltd. [1982-09-15]: 

Report on the Ruth Vermont Mine BeltN

DRILLHOLE

1979

Assay/analysis                

Drill Core

Lead 5.58 %

Zinc 8.74 %

Silver 195 g/t

over 2.06 metres in hole 79-8

Property File - Ruth Vermont Mine Ltd. [1982-09-15]: 

Report on the Ruth Vermont Mine BeltN

DRILLHOLE

1977

Assay/analysis                

Drill Core

Lead 3.43 %

Zinc 8.61 %

Silver 116 g/t

over 4.65 metres in hole 77-3

Property File - Ruth Vermont Mine Ltd. [1982-09-15]: 

Report on the Ruth Vermont Mine BeltN
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DRILLHOLE

1975

Assay/analysis                

Drill Core

Lead 2.11 %

Zinc 5.43 %

Silver 79.7 g/t

over 2.4 metres in hole 75-1

Property File - Ruth Vermont Mine Ltd. [1982-09-15]: 

Report on the Ruth Vermont Mine BeltN
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