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Ore Zone/
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Tonnage/
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Comments

SAMPLE

1971

Assay/analysis                

Channel

Copper 1.1200 % From a 91-centimetre channel sample.

Assessment Report 3351.

N

SAMPLE

1966

Assay/analysis                

Chip

Copper 5.90 % a chip sample across the zone yielded 5.90 per cent 

copper over 3.3 metres

Property File - A.C.A Howe [1966-10-20]: Report on 

the Westgate Mines Ltd. Properties in the Golden 

Mining Division

N
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