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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1984

Assay/analysis                

Chip

Tungsten 1.1200 % Estimates of tin and beryllium content by 

spectrographic analysis range up to 0.04 per cent.  The 

chip sample was 2 metres in length.

Assessment Report 13473.
N
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