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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2006

Assay/analysis                

Rock

Gold 1.970 g/t

Lead 1.210 %

Copper 0.350 %

Zinc 7.040 %

Silver 191.300 g/t

These are the maximum grades found from the 2006 

sampling program.

McDonough, B. (2013-06-03): Technical Report on the 

Thor Project, British Columbia, Canada.
Y

MAIN

1962

Assay/analysis                

Chip

Silver 253.7000 g/t

Gold 0.3400 g/t

Copper 4.0900 %

Lead 5.8300 %

Zinc 4.5000 %

A sample of "best-looking" vein material over a width 

of 0.51 metre in the No. 2 adit.
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