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Ore Zone/

Year/Report On

Tonnage/
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Commodity Grade Reference/

Comments

TRENCH

1965

Assay/analysis                

Rock

Gold 1.03 g/t

Silver 582.9 g/t

Lead 26.65 %

Zinc 4.15 %

Copper 0.35 %

A sample from a 0.9 metre thick flay-lying silicified 

layer with variable sulphides, exposed in a trench 

located approximately 45 metres to the southeast of the 

previous sample.

Jazz Resources Inc. (2007-11-07): Technical Report on 

the Teddy Glacier Property, North Lardeau Belt, 

Revelstoke - Camborne Area, Revelstoke Mining 

Division

N

VEIN

1965

Assay/analysis                

Rock

Gold 1.03 g/t

Silver 366.7 g/t

Lead 16.2 %

Zinc 5.6 %

Copper 0.75 %

A sample from a 0.3-metre wide layer or vein of 

massive galena-pyrite-chalcopyrite in silicified 

limestone exposed in a pit.

Jazz Resources Inc. (2007-11-07): Technical Report on 

the Teddy Glacier Property, North Lardeau Belt, 

Revelstoke - Camborne Area, Revelstoke Mining 

Division

N
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