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MINFILE  Number: Name: Status:082KNW076 GOLDFINCH (L.5654) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1989 Silver  118,244 

Gold  29,804 

 3,000  3,000 

1980 Silver  4,013 

Gold  3,053 

Silica  190,800 

 281  281 

1979 Silver  373 

Gold  156 

Lead  31 

Zinc  31 

 31  31 

1904 Gold  4,665 

Silver  622 

 590  590 

1903 Gold  16,205 

Silver  4,976 

 726  726 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  128,228 grams  4,123 ounces

Gold  53,883 grams  1,732 ounces

Silica  190,800 kilograms  420,642 pounds

Zinc  31 kilograms  68 pounds

Lead  31 kilograms  68 pounds

 4,628  5,101 

 4,628  5,101 

tonnes

tonnes

tons

tons

MINFILE  Number: 082KNW076 Name: GOLDFINCH (L.5654) Status: Past Producer

1989 Custom ore, Independence (tonnage unknown, estimated from grade).

1980 Ore from 1023 Level, Goldfinch (Assessment Report 9137).

1979 Bulk sample.  Operated by R. Bacon.

1904 Operated by Goldfinch Mining Co. Ltd.

1903 Operated by Northwestern Development Syndicate.

Comments:
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