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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2007

Assay/analysis                

Drill Core

Lead 0.80 %

Zinc 0.57 %

Drill hole ES08-01 over 7.77 metres, including 7.39 per 

cent lead and 5.57 per cent zinc over 0.62 metre

Fingler, J. (2010-01-25): Technical Report on the 

Kootenay Arc Property
N

SAMPLE

1924

Assay/analysis                

Chip

Silver 65.1400 g/t

Gold 0.6900 g/t

Lead 31.1900 %

Zinc 1.3000 %

From a 38-centimetre chip sample.

Minister of Mines Annual Report 1924, page 212.
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