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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHOWING

2012

Assay/analysis                

Rock

Gold 0.15 g/t

Silver 5.1 g/t

Copper 0.806 %

Assessment Report 34031

N

SHOWING

2010

Assay/analysis                

Rock

Gold 5.65 g/t

Silver 112 g/t

Copper 7.13 %

Zinc 4.97 %

three rock samples (189580, 189581 and 189583) 

yielded from 0.75 to 5.65 grams per tonne gold, 18.0 to 

112 grams per tonne silver, 1.48 to 7.13 per cent copper 

and 0.101 to 4.97 per cent zinc

Assessment Report 31470

N

SHOWING

2001

Assay/analysis                

Rock

Silver 65.8 g/t

Zinc 0.688 %

Copper 10 %

sampling of the C (Creek) zone yielded up to 65.8 

grams per tonne silver, 0.688 per cent zinc and greater 

than 10 per cent

Assessment Report 267654
N

SHOWING

1987

Assay/analysis                

Chip

Gold 1.28 g/t

Copper 0.4 % Assessment Report 16361.

N

SHOWING

1984

Assay/analysis                

Grab

Zinc 1.4 %

Copper 5.60 %

Gold 8.6 g/t

Silver 48.0 g/t

Assessment Report 12702

N

SHOWING

1984

Assay/analysis                

Chip

Copper 2.00 %

Silver 25.0 g/t

Gold 0.41 g/t

a 1.5 chip sample

Assessment Report 12702

N
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