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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

2007

Assay/analysis                

Rock

Gold 8.304 g/t

Silver 3513 g/t

Lead 13.49 %

Zinc 0.27 %

Copper 0.91 %

a sample (RJF7004) from a 10-centimetre wide 

sub-horizontal massive sulphide vein within a small adit 

located to the north east of two larger caved adits, while 

nine other samples from the area yielded from 0.119 to 

8.270 grams per tonne gold, 100 to 3486 grams per 

tonne silver, 0.11 to 16.62 per cent lead, 0.36 to 55.47 

per cent zinc, 0.06 to 17.95 per cent copper and less 

than 0.01 to 0.923 per cent antimony

Fingler, J. (2010-01-25): Technical Report on the 

Kootenay Arc Property

N

SAMPLE

1914

Assay/analysis                

Chip

Silver 2441.1600 g/t

Gold 9.6000 g/t

Lead 57.3000 %

Zinc 7.8000 %

From a 60 centimetre sample.

Minister of Mines Annual Report 1924, page 211.
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