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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2016

Assay/analysis                

Grab

Gold 57.1 g/t

Silver 108 g/t

Zinc 0.59 %

Lead 2.8 %

Chapman, J. (2019-03-20): National Instrument 43-101 

Technical Report on the Silver Dollar PropertyN

SAMPLE

2014

Assay/analysis                

Rock

Lead 0.13 %

Gold 8.29 g/t Assessment Report 35310

N

DRILLHOLE

1988

Assay/analysis                

Drill Core

Gold 23.9 g/t Diamond drilling was reported to have yielded up to 

10.2 grams per tonne gold over 3 metres and 23.9 grams 

per tonne gold over 4.2 metres.

Property File - Bryndon Ventures [1988-03-21]: News 

Clipping - High hopes for Bryndon

N

STOCKPILE

1988

Unclassified

Gold 34.2 g/t A stockpile of approximately 1814 tonnes of ore 

averaging greater than 34.2 grams per tonne gold was 

reported.

Property File - Bryndon Ventures [1988-03-21]: News 

Clipping - High hopes for Bryndon

 1,814 

N

t

SAMPLE

1979

Assay/analysis                

Rock

Gold 17.1 g/t Sampling averaged from 3.4 to 6.8 grams per tonne gold, 

with values in excess of 17.1 grams per tonne gold 

coming from irregular pods and lenses of pyrite.

Property File - J. Jenks [1979-01-01]: Property Report 

- Placid Oil Company - The Bob Leighton Mining 

Interests in the Trout Lake Area

N

SAMPLE

1914

Assay/analysis                

Rock

Silver 109 g/t

Gold 124 g/t Annual Report 1914, page 263

N

Tuesday, March 24, 2026 Page 1 of 1082KNW127MINFILE  Number:


