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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Rock

Silver 12147 g/t

Lead 19.71 %

Gold 4.471 g/t

Zinc 40.94 %

Copper 16.72 %

26 rock samples from the area yielded values ranging 

from 0.002 to 4.471 grams per tonne gold, 0 to 12,147 

grams per tonne silver, 0.00 to 19.71 per cent lead, 0.01 

to 40.94 per cent zinc and 0.02 to 16.72 per cent 

copper

Fingler, J. (2010-01-25): Technical Report on the 

Kootenay Arc Property
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