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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Chip

Silver 420 g/t

Lead 18.90 %

an 0.8 metre chip sample (RMK8051-52) from galena 

bearing veins within a pit located south east of a tunnel

Fingler, J. (2010-01-25): Technical Report on the 

Kootenay Arc Property
N

SAMPLE

1899

Assay/analysis                

Grab

Silver 3429.0000 g/t

Lead 40.0000 % Minister of Mines Annual Report 1899, page 675.
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