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MINFILE Number: Status:Name:082KSE038 RED LEDGE Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1981

Assay/analysis                

Chip

Silver 706.0000 g/t

Copper 0.2200 %

Lead 27.2000 %

Zinc 1.8900 %

Assessment Report 8639.

N

SAMPLE

1968

Assay/analysis                

Chip

Lead 0.10 %

Zinc 0.31 %

samples are reported to have assayed 0.10 per cent lead 

and 0.31 per cent zinc over 6 metres of mineralized 

dolomite adjacent to the Red Ledge fault

Property File - Cominco Ltd. [1968-08-14]: Property 

Examination Report - Red Ledge Claims

N
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