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DRILLHOLE

1997

Assay/analysis                

Drill Core

Silver 5.5 g/t

Lead 0.146 %

Drill hole intersections yielded up to 5.5 grams per 

tonne silver and 0.146 per cent lead, including 0.69 per 

cent lead over 11.7 metres and 4.77 per cent lead over 

1.1 metres in hole 98-05; 2.55 per cent zinc over 1.29 

metres and 7.4 grams per tonne silver, 0.355 per cent 

lead with 0.714 per cent zinc over 0.34 metre in hole 

98-04

Property File - Eagle Plains Resources Ltd. 

[1998-04-30]: Annual Report - 1997 - Eagle Plains 

Resources Ltd. - Findlay Creek Project

N

SAMPLE

1991

Assay/analysis                

Chip

Silver 150.0000 g/t

Copper 0.2000 %

Lead 3.0000 %

Zinc 0.8000 %

Assessment Report 21275.

N

SAMPLE

1972

Assay/analysis                

Rock

Silver 182.6 g/t

Copper 1.29 %

Lead 18.00 %

two samples (568 and 569)

Property File - Kerr Addison Mines Ltd. [1972-10-02]: 

Certificate of Analysis - A22-574 - Kerr Addison 

Mines Ltd. - Dewar Creek Doc claims
N

SAMPLE

1971

Assay/analysis                

Rock

Gold 0.2 g/t

Silver 12.0 g/t

Lead 0.92 %

sample no. 661

Property File - Kerr Addison Mines Ltd. [1971-10-19]: 

Certificate of Analysis - A21-748 - Kerr Addison 

Mines Ltd. - Dewar Creek Doc claims
N
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