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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCHES

1973

Assay/analysis                

Chip

Tungsten 0.1 % chip sampling of trenches yielded up to 0.1 per cent 

tungsten tri-oxide over 24 metres

Property File - Fred Chow [1974-01-01]: Dewar Creek 

Project - 1973
N

TRENCHES

1973

Assay/analysis                

Grab

Tungsten 1.5 % select grab samples yielded up to 1.5 per cent tungsten 

tri-oxide

Property File - Fred Chow [1974-01-01]: Dewar Creek 

Project - 1973
N

VEIN

1955

Assay/analysis                

Chip

Tungsten 0.1000 % Sample is calculated average grade for the vein.

Assessment Report 6413.

N
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