BRITISH
COLUMBIA

MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 082KSW002 Name: MOLLY HUGHES (L.2106) Status: Past Producer

Production Tonnes Tonnes Grams Kilograms

Year Mined Milled Commodity Recovered Recovered
1980 11 Silver 1,835

Zinc 1,167

Lead 264
1979 3 Silver 1,768
Gold 5

Lead 26

Zinc 12

Copper 2
1957 Silver 4,417

Lead 24

Zinc 4
1940 351 Silver 994,612
Gold 3,328

Zinc 7,008

Lead 6,228
1939 211 Silver 829,890
Gold 3,328

Zinc 4,089

Lead 3,860
1938 124 Silver 449,532
Gold 1,773

Zinc 2,750

Lead 2,500
1937 31 Silver 28,117
Gold 62

Zinc 109

Lead 86
1936 4 Silver 14,432
Gold 31

Lead 114

Zinc 114
1935 55 Silver 152,342
Gold 218

Lead 922

Zinc 674
1934 9 Silver 36,577
Gold 62

Zinc 206

Lead 188
1933 6 Silver 31,849
Gold 31

Lead 197

Zinc 163
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Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1929 91 Silver 358,338
Gold 498
1928 296 Silver 1,297,990
Gold 2,550
1927 30 Silver 91,754
Gold 467
Zinc 573
Lead 133
1926 87 Silver 270,907
Gold 2,208
Lead 52
1925 31 Silver 156,137
Gold 218
1924 98 Silver 312,056
Gold 404
Lead 331
1923 67 Silver 263,474
Gold 684
Lead 527
1922 4 Silver 58,598
Gold 311
1921 24 Silver 103,231
Gold 280
1920 30 Silver 242,416
Gold 1,431
Lead 373
1919 19 Silver 266,491
Gold 1,089
Lead 829
1918 17 Silver 65,316
Gold 187
1916 23 Silver 82,765
Gold 249
1915 16 Silver 42,704
Gold 31
1911 82 Silver 249,508
Gold 498
Lead 956
1910 338 Silver 1,126,177
Gold 2,115
1909 345 Silver 1,270,371
Gold 2,457
1907 37 Silver 156,448
Gold 218
1906 36 Silver 165,623
Gold 280
Friday, July 18, 2025 MINFILE Number: ~ 082KSW002 Page 2 of 3




1905 6 Silver 29,921
Gold 31
1904 44 Silver 145,064
Gold 560
1902 10 Silver 38,319
Gold 62
1901 19 Silver 47,619
1900 2 Silver 19,191
1899 21 Silver 42,611
Gold 124
|Summary Totals
| MINFILE Number: 082KSW002 Name: MOLLY HUGHES (L.2106) Status: Past Producer
| Metric | | Imperial
| Mined | 2,578 tonnes 2,841 tons
| Milled | tonnes tons
Recovery: |
Silver 9,448,400 grams 303,773 ounces
Gold 25,790 grams 829 ounces
Lead 17,610 kilograms 38,823 pounds
Zinc 16,869 kilograms 37,190 pounds
Copper 2 kilograms 4 pounds
Comments:
1980 Crude ore.
1979 Crude ore.
1957 Ore mined was less than one tonne.
Friday, July 18, 2025 MINFILE Number: ~ 082KSW002

Page 3 of 3



