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MINFILE  Number: Name: Status:082KSW006 PAYNE (L.499) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1939 Silver  5,723 

Lead  919 

Zinc  103 

 1 

1938 Silver  5,039 

Lead  682 

Zinc  258 

 2 

1935 Silver  9,673 

Lead  936 

Zinc  65 

 2 

1922 Silver  3,701 

Lead  566 

 1 

1920 Silver  23,949 

Lead  3,106 

 5 

1918 Silver  147,428 

Lead  20,754 

 44 

1917 Silver  65,472 

Lead  7,428 

 17 

1916 Silver  148,019 

Lead  26,369 

 48 

1910 Silver  23,016 

Lead  4,817 

 11 

1907 Silver  204,285 

Lead  31,281 

 71 

1906 Silver  551,425 

Lead  87,044 

 7,847 

1905 Silver  1,622,457 

Lead  239,398 

Zinc  75,547 

 36,986 

1904 Silver  3,747,445 

Lead  511,430 

Zinc  442,163 

 29,949 

1903 Silver  4,906,592 

Lead  774,952 

Zinc  506,280 

 2,346 

1902 Silver  4,901,895 

Lead  773,942 

 1,533 

1901 Silver  4,276,196 

Lead  628,483 

 1,316 

1900 Silver  25,969,014 

Lead  4,310,667 

 8,451 
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1899 Silver  26,543,425 

Lead  4,104,897 

 9,467 

1898 Silver  42,438,644 

Lead  5,767,319 

 12,389 

1895 Silver  93,309 

Lead  18,144 

 27 

1893 Silver  699,818 

Lead  63,503 

 91 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  116,386,525 grams  3,741,914 ounces

Lead  17,376,637 kilograms  38,308,927 pounds

Zinc  1,024,416 kilograms  2,258,451 pounds

 110,604  121,920 tonnes

tonnes

tons

tons

MINFILE  Number: 082KSW006 Name: PAYNE (L.499) Status: Past Producer

Comments:

Page 2 of 2Sunday, March 1, 2026 082KSW006MINFILE  Number:


