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MINFILE  Number: Name: Status:082KSW008 WASHINGTON (L.541) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1974 Silver  111,069 

Lead  19,576 

Zinc  706 

Copper  26 

 26 

1973 Silver  66,934 

Lead  11,714 

Zinc  457 

 15 

1971 Silver  5,194 

Lead  891 

Zinc  29 

 1 

1970 Silver  146,122 

Gold  31 

Zinc  76,281 

Lead  16,513 

Cadmium  587 

 732  732 

1969 Silver  328,199 

Zinc  198,767 

Lead  1,853 

Cadmium  1,585 

 3  1,742 

1968 Silver  78,722 

Gold  249 

Zinc  23,881 

Lead  11,135 

Cadmium  145 

 155 

1964 Silver  1,555 

Zinc  1,207 

Lead  47 

Cadmium  10 

 36  36 

1939 Silver  73,527 

Lead  12,411 

Zinc  1,255 

 19 

1925 Silver  20,248 

Lead  1,110 

 2 

1923 Silver  96,264 

Lead  16,972 

 35 

1920 Silver  83,574 

Lead  18,181 

 33 

1907 Silver  35,924 

Lead  6,336 

 20 

1902 Silver  457,898 

Lead  95,999 

 170 
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1901 Silver  349,722 

Lead  60,320 

 113 

1896 Silver  3,250,263 

Lead  598,739 

 5,443 

1894 Silver  6,531,630 

Lead  816,462 

 1,361 

1893 Silver  2,438,475 

Lead  304,813 

 508 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  14,075,320 grams  452,532 ounces

Gold  280 grams  9 ounces

Lead  1,993,072 kilograms  4,393,972 pounds

Zinc  302,583 kilograms  667,081 pounds

Cadmium  2,327 kilograms  5,130 pounds

Copper  26 kilograms  57 pounds

 8,672  9,559 

 2,510  2,766 

tonnes

tonnes

tons

tons

MINFILE  Number: 082KSW008 Name: WASHINGTON (L.541) Status: Past Producer

1974 Crude ore.

1973 Crude ore.

1971 Crude ore.

1969 Ore from stockpile.

1968 Seven tonnes of crude ore.

Comments:
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