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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2003

Assay/analysis                

Grab

Gold 140.16 g/t

Silver 69.8 g/t

Lead 1.0 %

Assayed sample B2-3.

Dandy, L. (2017-07-28): Technical Report on the 

Goldsmith Property.N

SAMPLE

2003

Assay/analysis                

Chip

Gold 14.33 g/t

Arsenic 0.14 %

Mineralization observed in sample B3-B2-13 across a 

0.80 metre by 0.80 metre panel.

Dandy, L. (2017-07-28): Technical Report on the 

Goldsmith Property.
N

VEIN

1927

Assay/analysis                

Chip

Silver 10.0000 g/t

Gold 14.0000 g/t

Chip sample across 50 centimetre wide quartz vein.

Minister of Mines Annual Report 1927, page 284.

N
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