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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2003

Assay/analysis                

Grab

Gold 197.0 g/t Assay from sample 06GS19.

Dandy, L. (2017-07-28): Technical Report on the 

Goldsmith Property.N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Gold 43.66 g/t Mineralization intersected in drill hole 81-5 at 56.7 

metres depth for 0.9 metres.

Dandy, L. (2017-07-28): Technical Report on the 

Goldsmith Property.
N
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