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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1992

Assay/analysis                

Rock

Zinc 4.5 %

Lead 0.45 %

Silver 4.9 g/t

Trench 9

Assessment Report 22664

N

SAMPLE

1988

Assay/analysis                

Grab

Zinc 6.4000 %

Sample number 42598, Assessment Report 17979.

N

PIT

1979

Assay/analysis                

Rock

Zinc 4.19 %

Lead 0.18 %

Silver 5.1 g/t

sampling from a pit near the former adit

Assessment Report 08415

N

SOUTHWEST

1979

Assay/analysis                

Rock

Zinc 5.3 %

Lead 0.16 %

Silver 6.8 g/t

sampling to the south west

Assessment Report 08415

N
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