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SAMPLE

2015

Assay/analysis                

Rock

Lanthanum 0.025 %

Rubidium 0.017 %

Niobium 0.024 %

rock sampling yielded up to 0.045 per cent caesium, 

0.025 per cent lanthanum, 0.024 per cent niobium and 

0.017 per cent rubidium
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SAMPLE

2010

Assay/analysis                

Rock

Lanthanum 0.024 %

Neodymium 0.016 %

rock sample (KP 03-08) of a quartz-feldspar-biotite 

pegmatite with in a biotite gneiss assayed 0.024 per 

cent lanthanum, 0.016 per cent neodymium and 0.044 

per cent caesium
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